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Client: PDG-Project Development Group, Inc.

Address: 11814 NE 116th St.
Kirkland, WA 98034
. Attention: Mr. Robin Burnham

Batch #: 2313689.00
Matrix: Paint Chips
Method: EPA 6010

Client Project #:37189

Samples Received: 1

Project Location: Tullys
Tatal Qomnlac Anali~ad. s
Sample RL Results in Results in
Lab ID Client Sample # . Elements wt (9) mg / kg mg / kg ppm
23085144 22-4 Arsenic (As) 0.2096 4.8 <48 <4.8
Cadmium (Cd) 0.2096 9.5 <9.5 <95
Lead (Pb) 0.2096 9.5 84000.0 84000.0

Sampled by: Client

Analyzed by: Cheston Perry Date: 10/17/2003
Reviewed by: Nick Ly Date: 10/17/2003

ug/ m3 = Micrograms per cubicmeter
N/A = Not Applicable

Note : Method QC results are acceptable unless stated otherwise.

RL = Reporting Limit
‘<" = Below the reporting Limit

Bench Run No:23-1017-1
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